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DESIGN STANDARDS FOR: SPORTSFIELD MIX

Field Mix

1. Field mix shall meet the grain size data showrmedttached sieve analysis entitled, “Squalicum
Creek Park.”

2. Submission of a 1-Ib. sample of Field Mix in a leakplastic bag is required for approval by
Project Manager.

3. Field Mix shall be free from weeds, weed seed,tdalaus materials, and foreign materials,
resin, tannin, or other compounds detrimental &mplife.

CITY OF BELLINGHAM PARKS AND RECREATION DESIGN STARARDS FOR PARK AND TRAIL
DEVELOPMENT
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TEST REPORT
MOISTURE-DENSITY RELATIONS ] SOILS
PROJECT: Squalicum Creek Park JOB NO: 06-0258
ADDRESS: Ballingham, WA. REPORTNO: 52 -
CLIENT: CIR/ of Bellingham - Parks & Recreation TEST DATE 05-22-06
CONTRACTOR PAGEN 10f1
SAMPLE SOURCE:  Geri4 SAMPLE DATE: 05-14-06
SAMPLE LOCATION: Left Field, ~20' Inside of Fence SAMPLED BY: DPB
LAB SAMPLE SOIL -USCS [ PLUS ‘PLUS - | . TEST MAXIMUM OPTIMUM
NO. TYPE ‘SYMBOL | 3/4"% #4% . METHOD DRY.DENSITY | MOISTURE
. X . D,
4204 Pgm% sv‘/-asdi?td SP-SM| - . |asTMD1s57A| 120.5 pcf | 11.0%
18 MOISTURE-DENSITY CURVE SIEVE ANALYSIS
"SIEVE - PAssiNG “SPEC. -
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Dry Sleve: ASTM C136
110 Wet Sleve: ASTM C117
105
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MOISTURE CONTENT [J PERCENT OF DRY WEIGHT
Comments: For sieve analysls see Hydrometer results previously provided.
Coples: Cllent -
Submitted By:mo\d? m) / FOQ)
Grant Ri lson
Technlcal Director

“This report shall not be reproduced except in full, without the written approval of GeolTest Services, Inc.

The bove fest results relate only 1o the sample {or location) tested. mm,geom(.i;c,cgm
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PERMEABILITY REPORT ¢ SOILS
CONSTANT-HEAD METHOD
ASTM D5084
PROJECT: Squalicum Creek Park JOB #: 06-0258
ADDRESS: Bellingham, WA REPORT#: -S51
CLIENT City of Bellingham ~ Parks Department TEST DATE: _ 5-14 to 5-22-06
. LAB #: 4204
SOIL TYPE: SAND with Silt (SP-SM)
SOURCE: Geri 4 ~ Left Field, ~20’ inside of fence
Test Results:
TEST | - WETDENSITY TURE
1 131.7 111.7 17.8 92.7 3.6 x10*
2 92.7 83.5 11.0 69.3 1.7 x 10*
Comments: The above sample was remoided and compacted to bracket the dry density obtained in the field (88,6
: pcf). The sample was then tested for permeability In general accordance with ASTM D5084.
" Ll \
Copies: Submitted B;DKO\C\, i A (For2
Grant Ri son y
Technical Director
s0%-Purmentifity Vhis tepart shafl not ba reproduced, excapl i fu, withaut tho willn apzproval of GeotTest Senvisas, inc.

www.geotest-inc.com
The ebave fes! results relats only 1= tha £ample {or kezatisn) tected.
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Bellingham, WA
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§ Grzin Size In Milllmeters
3 Gravel Sand ]
g Cobbles coarse I fine coarse l medium l fine =itor Clay
g ) . ;
& Point Dspth Classification IL [ PL | Pl | G| C,
go 1 1.0 | Poorly Gradedd SAND with Silt (SP/SM) 430 | 43,54
2 | ; ;
=
£y v
. £ ;
.g Point Depth | Dy Dgy Dsy D Dp | oot | G mx Sand | Sana | % Fines
§. 1 1.0 25 1117 0.773 0,351 0.026 05 64 | 17.3 4241 173 | 165
:
g ‘ .
;; C, = Dagl(Deo* Dio) To be well graded: 1 < C. < 3 and
§ C, = Dg/Dig C, >4 for GW or C, > 6 for SW
: ‘ Figure
B T Squalicum Creek Park . Y
GEOTCST: Grain Size Test Data
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P, 001
741 Marine Drive
. . Bellingham, WA 88225
N 20611- 67th Ave. N.E.-Unit A
A" ’ Ariington, WA 98223
Qg, P
o T PHONE:  3B0.733.7318
. FAX: 360.733.7418
TOLL FREE: 888.251.5278
GEOTEST Lo B
To: JodATHON SCH L
Fax: _(pqd77 - &367
From: _DAVID - BufAUI |
Date: “N-27-0b
Re; LAR RESULYS
Pages: _Z- including this page -

Reply Hard Gopy Following

Note: This is a conficlential message/document, intended solely for the person to whom it js addressed. If you
receive this message in error, please forward It to the corvect person, or contact the sender noted above. Thank
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